
Harry F. Bader

How to go about
getting the
FDA approval

We are an established latex
examination and surgical manu
facturer in Malaysia. Your com
pany is referred to as one of the
FDA-approved testing laborato
ries. Kindly advise us on the
procedure and cost involved for
FDA sampling. Could you tell
us how soon we can get a test
report?

Ms. Aziah Mahmud
Assistant Manager

Top Glove Sdn. Bhd.

I ‘m not sure what FDA sampling
you need. If it is for 510k sub

mission, thesamplingandtesting
will be quite involved. If, how
ever,you need waterleakagetest
ing by an independentlaboratory
to satisfyFDA detentionrequire
ments at a US port of entry, the
procedureis quite simple.

We chargeUS $300 per glove
tested. The number of gloves
tested, if exam gloves, canbe as
few as 80 or as many as 560. If
surgeon’s gloves, that changes
from 125 to as many as 875
gloves. This follows the require
mentsof FDA CPR21,Pan800.

We will providesamplinginstruc
tions andproperforms to be filled
in, to a third-party entity, so that
they cancollect samplesto be for
wardedto our lab in Akron, Ohio,
USA. After testing,we will report
the resultsto theFDA andto your
company.

To beginthis procedurewe need
FDA Notice of Detention, your
packinglist showingquantitiesand
sizesof the glovesin question,the
telephone/faxnumbers, nameof
contact, andaddressof the third-
party entity that will besampling
theglovesor we cando thesam-

pling for you, and, in the latter
case,your purchaseorder autho
rizing us to proceed.

This is a typical service avail
ablefrom numerouslaboratories.
Someperform testing only, with
you having the responsibility of
reporting to the FDA. Some do
both sampling andtesting. Some
do everythingfor you.

‘S.

I have heard about solvent
dipping of butyl for making
gloves. In the caseof NR latex
gloves,the coagulant CaCO3 &
CaNO3 itself acts as a stripping
aid. But in the caseof butyl sol
vent dipping, it is not possible.
Can you suggesta stripping aid
that is coated on the first, i.e.
before solvent dipping, so that
stripping becomes easier? Can
we useany dewebbingagentsfor
butyl dipping?

SreeLakha

M any NR latex, nitrile latex
and neoprenelatex gloves

are coagulant-dippedwithout us
ing CaCO3 & CaNO3 as a strip
ping aid. In thosecases,materials
such as polyethylene glycol are
addedto thecoagulantto facilitate
easierstripping. As an alternative,
wetstrippingsystemscanbeused.

If a ‘straight’ systemis used,as
in solvent dipping, wet stripping
would be the preferredmethod.
In this processon an automatic
dipping line, the stripping solution
would be ‘flooded’ onto the gloves
as they passby.

I have done this with NR latex
on an automatic line and in the
developmentlab for NR latex,
butyl latex, and solvent solution L..........
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of NV. I would expect it to
work equally as well with a
solvent solution. For recom
mendations on dewebbing,
contact Ms. Petra Vance at
CrusaderCC@aol.com.Ms.
Vancehas internationaldistri
bution of dewebbersand de
foamers.

CrusaderChemicalCompany
is anadvertiserandMs. Vance
is a frequentwriter of irnpor
tantarticlesin RubberAsia.

May I havesomeinforma
tion about butyl latex, What
type of latex is it? Anionicf
cationic/artificial? Can it be
usedfor making gloves?If so,
what typeof coacervantescan
be used? Is it alkaline/acidic?
Where is the latex available?
Can butyl glovesbe madeby
solventdipping? Which is the
current process of making
butyl gloves?

SreeJeeva

Solvent dipping of butyl is
mote likely thanlatexdip

ping. T believe most butyl
glovesavailabletoday are sol
vent dipped. Butyl latex is
availablefrom Lord Corpora
tion, ChemicalProductsDivi
sion, 2000 West Grandview
Blvd, Erie, Pennsylvania
16514, USA contact Victor
Ferrell Tel: 814-868-3611.

They havebutyl latex BL
100 which I havefound to be
satisfiuctoryfor straightdipping.
They claim coagulantdipping
is possible.However,drying of
thick butyl film is extremely
difficult and also trapped
bubblesarea big problem.

I suggestyou contactthem
for their latestTechnical Bul
letin, whichcananswermany
of your questions.

My company is making
flocked gloves using cotton
flock. Flock does not stay
well. We useTensophineH-
10 in the latex compound.
What do you recommend as
latex adhesive? Who makes
that material?

Shukia Polymers

I ‘m not familiar with rensophine
11-10, sot can’t commentupon

its use. For flock application, the
following conditionsareimportant:

Primarily, thelatexfilm on which
you areimpregnatingtheflock must
be wet If it is wet, the latex will
flow into the cotton fibres you are
placingon its surface.Thepenetra
donof latexinto thecottonfibre will
ensurethat it remainsanchoredto
theglove. If thelatex is not wetthe
flock won’t stick.

To ensurethat the latex is wet,
the area around the dip tank and
theflock bothmustbeno lessthan
70% RH. If the air moisturecon
tent is lower, the latex dries too
quickly.

Theflock mustbeforcetblly ap
plied to thewet latexsurface.This
is usually doneby having theap
plicationnozzlecloseto thegloves
andhavingonly enoughair to move
the flock forceffilly but not so much
air that it dries the latex.

The time from the forms clear
ing the latex to having the flock
appliedshouldbeas shortas pos
sible, sayseconds.

The per centtotal solids of the
latex compoundshould be some
what lessthanwhat is usedfor the
major glove dip andthepre-cure
shouldbe lower. Freshlatexcom
poundwith a chloroformpre-cure
works best.

With anatural latex compound
that is essentiallya normaldipping
compoundwith a lower per cent
TSC anda low pre-cure.I’ve not
found it necessary to use a
tackifier.

Note: All the above are based
upon a post-vulcanizationsystem
which tendsto "tighten" the latex
on to thecottonfibres. With a pre
vulcanization system a tackifier
might beneeded- While choosing
a tackifier, caremust be used to
ensurethat theglove doesnot re
main tacky afterstripping.

I am not familiar with suppliers
in India; so 1 cannotgive you any
specificrecommendationfor a la
tex flock adhesive compound.
However, I suggestyou contact
NV latexcompoundsupplierswho
advertiseinRubberAsia.I’m sure
they can help.
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